maxill inc., St. Thomas, Ontario N5R 6C8
www.maxill.com 1-800-268-8633

FPLUTO

POWDER FREE NITRILE EXAMINATION GLOVES

Standards Met: \
ASTM D 6319 |

Afttributes:

- Not made with natural rubber latex
- Powder Free

- Ambidextrous

- Short beaded cuff

- Textured

- Non-sterile

+ Single use only

Dimensions:

Box dimensions: 245 cm x 13.3 cm x 83 cm « )
Box count: 300 gloves per box . :
Case pack: 10 boxes per case

SPECIFICATIONS X-SMALL SMALL MEDIUM LARGE
Item Number #51400 #51401 #51402 #51403 FINGERTIP
Width of Palm (mm) 70-80 80-90 88-102 101-111
Total Length (mm) 230 min. 230 min. 230 min. 230 min.
Thickness: Palm (mm) 0.045 min. 0.045 min. 0.045 min. 0.045 min.
Thickness: Finger (mm) 0.06 min. 0.06 min. 0.06 min. 0.06 min.
Tensile Strength (MPa) 14 min. 14 min. 14 min. 14 min.
Elongation (%) | CC o' 500 min. 500 min. 500 min. 500 min.

Aging
. After . ) . ) ‘

Elongation (%) Aging 400 min. 400 min. 400 min. 400 min. LENGTH

Made in Malaysia
MP-REF-51400B

The information provided is given in good faith and believed to be accurate, but no warranty or guarantee is given or implied. ReV_OI 2024—01 —03




