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Silkcar

POWDER FREE LATEX MEDICAL EXAMINATION GLOVES
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Dimensions:

Box dimensions: 24.5cm x 120 cm x 7.0 cm
Box count: 100 gloves per box
Case pack: 10 boxes per case

SPECIFICATIONS X-SMALL SMALL MEDIUM LARGE
Item Number #CR7815 #CR7816 #CR7817 #CR7818
Width of Palm (mm) 70-80 70-90 85-105 100-120 FINGERTIP
Total Length (mm) 230 min. 230 min. 230 min. 230 min.
Thickness: Palm (mm) 0.11 min. 0.11 min. 0.11 min. 0.11 min.
Thickness: Finger (mm) 0.12 min. 0.12 min. 0.12 min. 0.12 min.
Thickness: Cuff (mm) 0.08 min. 0.08 min. 0.08 min. 0.08 min.
Tensile Strength (MPa) | Before Aging 18 min. 18 min. 18 min. 18 min.
Tensile Strength (MPa) | After Aging 14 min. 14 min. 14 min. 14 min.
Elongation (%) Before Aging 650 min. 650 min. 650 min. 650 min. P o
Elongation (%) After Aging 500 min. 500 min. 500 min. 500 min. h LENGTH "
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The information provided is given in good faith and believed to be accurate, but no warranty or guarantee is given or implied.




